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FOR E W ORD 

This report  presents  the results of a n  experimental  study which had as 

i t s  objective the definition and evaluation of specific new mater ia l s  that can  

be used a s  phase change thermal  control ma te r i a l s .  The work reported 

essentially fulfills Tasks 11, 111 and IV set  forth in  the original contract ,  

NAS8-21123, and in  the f i r s t  modification to the original contract .  

tasks  a r e :  

These 

0 Task  I1 

Define and evaluate specific new mater ia ls  that can  be used as phase 
change thermal  control mater ia l s  not to include the well-known 
paraffin family of compounds (n-octadecane, n-hexadecane, eicosane, 
octacosane, etc.) .  
to the following guidelines : 

These mater ia ls  a r e  to be selected and evaluated 

At l ea s t  four mater ia l s  (not including re jec ts )  m u s t  be defined and 
evaluated for  future use as phase change thermal  control ma te r i a l s .  

The four ma te r i a l s  to be defined and evaluated m u s t  have equi- 
l ib r ium temperatures  (melting points) between 270°K and 370°K. 
While the prec ise  equilibrium temperature  is not stated,  a pr ior i ,  
i t  i s  required that the four equilibrium tempera tures  be dispersed 
near ly  equally f rom 270°K to 370°K. 

A maximum supercooling of 3'K below equilibrium tempera ture  
is  required.  
prevent excessive supercooling, is required.  

Heats of fusion (or  m o r e  generally heats of transit ion) mus t  be 
g rea t e r  than 56 cal/gm (100 Btu/lb). 

Each mater ia l  mus t  be non-hazardous for manned space flight, 
i . e . ,  they must  be non-explosive, non-toxic, non-corrosive,  and 
s table .  Mater ia ls  will be considered for u se  f r o m  50°K below to 
50°K above the equilibrium temperature,  

m u m  of 570 thermal  expansion is highly desired over the range of 
50°K above and below the equilibrium tempera ture .  
pansion above 1570 is not acceptable. 

0 
Definition of "nuclei seeds," t r a c e  impuri t ies  which 

0 

0 Low volumetric change with temperature is  required.  A maxi-  

Thermal  ex- 

.. 
11 
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0 TASK1 

P e r f o r m  meaningful theoretical  studies (including laboratory studies 
which a re  necessary to support the theoretical studies) on the scientific 
aspects  involved with the use of phase change mater ia l s  i n  the boundary 
conditions of space.  
specific applications of phase change mater ia l s  i n  space.)  Specific con- 
siderations will include the study of solidification crystall ization, and 
nucleation as affected by the space conditions of weightlessness,  void 
formation due to thermal  contractions and other means ,  high energy 
radiation (which penetrates the phase change ma te r i a l  container),  and 
other boundary conditions. 
types of potential ma te r i a l s .  
mean  "the initiation of a new phase within a given phase." 

(This study w i l l  not be directed toward defining 

These studies should be appropriate for all 
The t e r m  "nucleation" is used he re  to 

This study program i s  sponsored by the George C.  Marshal l  Space Flight 

Center,  National Aeronautics and Space Administration, Huntsville, Alabama. 

M r .  T . C .  Bannister,  is the director  of the study. Dr .  P . G .  Grodzka, Research  

Specialist,  Thermal  Control Systems Group, Lockheed Missi les  & Space Com- 

pany, Huntsville Research  & Engineering Center ,  Huntsville, Alabama i s  the 

principal investigator.  This report  w a s  prepared by D r .  Grodzka. 

iv  
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SUMMARY 

.I, 

A number of potential PCMC a r e  defined and evaluated. Of 27 mater ia l s  
experimentally evaluated, 16, covering a range of melting points f r o m  16 0 to 

102OC, a r e  selected as being potential PCMs. 

pr ime candidates a r e :  

Four  that are designated as 

Lithium nitrate tr ihydrate with zinc -hydroxy 
nitrate catalyst  (melting point, 3OoC) 

Acetamide (melting point, 81OC) 

Methyl fumarate (melting point, 102OC) 

Myris t ic  acid (melting point, 58OC) 

Also reported in  the second par t  of the study a r e  the resu l t s  of a nucleation 

catalyst  s ea rch .  

is  fa i r ly  well established. 

Of two new nucleation catalysts reported,  the nature of one 

The nature of the other is s t i l l  unknown. 

.b 1. 

Abbreviation for  Phase Change Material .  

V 
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Section 1 

INTRODUCTION 

In the f i r s t  par t  of the study (Reference 1) a thorough understanding of 

the ro le  of heat t ransfer  and phase kinetics in efficient phase change ma te r i a l  

( P C M )  operation was developed. 

is  to define and evaluate specific new mater ia l s  as candidate P C M s ,  in accord-  

ance with Tasks 11, 111, IV, V and VI. (See Foreword.)  

The purpose of the second par t  of the study 

Before mater ia l s  can  be evaluated as potential PCMs,  it is necessary  

to s ta te  the c r i t e r i a  against which the mater ia l s  a r e  to be measured.  The 

c r i t e r i a  should be such that they can  be t ranslated into meaningful experi-  

mental  tes ts .  In the present  study, the t ranslat ion of the understanding of 

the role  of heat t r ans fe r  and phase kinetics in efficient PCM operation into 

meaningful experimental  t es t s  required some re sea rch  and development. 

Two experimental  designs,  both based on melting-f reezing curves ,  evolved. 

The f i r s t  design provides a way to sc reen  out mater ia l s  which would be un- 

acceptable as PCMs.  The first design a l so  provides a way to qualitatively 

es t imate  the probable effectiveness of a given mater ia l  as a PGM. 

second scheme,  once fully developed, will easi ly  provide detailed informa- 

tion on f reezing-melting character is t ics .  The second scheme should a l so  

be capable of easily providing quantitative es t imates  of thermal  diffusivity 

i n  both the solid and liquid phases. 

The 

The theoretical  bases of the two experimental  methods is presented 

in the following sections.  Also presented are  the resu l t s  of a mater ia l s  

evaluation study. 

data (obtained by using mainly the f i rs t  experimental  method) and on con- 

s ide red  judgement of other  properties obtained i n  the l i terature .  

Material  evaluations a r e  based on actual freezing-melting 



~~ 
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Section 2 

EXPERIMENTAL SELECTION AND EVALUATION 
OF N E W  PCM MATERIALS 

2.1 FIRST MATERIALS SELECTED FOR SCREENING 

Two of the most  important c r i te r ia  which potential PCMs must  meet  in 

the present  study a r e  low melting temperature ( in  the range of 270 to 370 K )  

and high heat of fusion ( in  the range of 56 cal/gm). 

of such mater ia l s  can  only be approached empirically. 

present  theories of melting cannot easily predict  ma te r i a l s  with low melting 

tempera tures  and high heats of fusion. 

(Reference 2)  which i s  based on insights obtained f r o m  the theories .  

correlat ion provides a means of estimating heats of fusion f r o m  a knowledge 

of the molecular  s t ruc ture  and melting point. 

correlat ion,  however, remains  to De evaluated. 

0 

The init ial  designation 

As f a r  as is known, 

An empir ical  correlat ion is reported 

This 

The general  validity of the 

It was felt  that enough actual heat of fusion data could be found in the 

l i te ra ture  to give a good representation of a var ie ty  of mater ia ls .  

mater ia l s  selected on a n  intuitive basis and f o r  which no heat  of fusion data 

were  found, the F i she r  Model 360 Differential Thermal  Analyzer was used to 

obtain a qualitative es t imate .  (The principles of Differential Thermal  Analysis 

(DTA) a r e  briefly presented in  Appendix A , )  In addition to heats  of fusion and 

melting tempera tures ,  the l i terature  sea rch  provided data on many of the other 

thermal  and physical propert ies  of interest .  

F o r  

In the course of the l i t e ra ture  sea rch  f o r  candidate PCMs it became 

evident that in  many c a s e s  reported melting points and heats of fusion could 

not be taken a t  face  value. 

not t rue  fusion. 

the phase diagrams of the mater ia l s  involved. 

pertinent to the present  study are given in Appendix B. 

Many of these values r e fe r  to transit ion points, 

To appreciate the distinction it is necessary  to consider 

Aspects of phase diagrams 

2 
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The resul ts  of a l i terature  search  f o r  mater ia l s  which can classify as 

candidate PCMs and which a r e  readily available a r e  given in  Table 1. Sources 

f r o m  which the l is ted thermal  and physical propert ies  were  obtained a r e  des- 

ignated by capital  l e t te rs  i n  the table. 

follows: 

The key to  these l e t t e r  is given as 

A. Handbook of Chemistry and Phys ics ,  C. D. Hodgman, R. C. Weast 
and S .  M. Selby, eds., 42nd Edition, The Chemical Rubber Pub- 
lishing Co., Cleveland, O., 1960. 

B. Handbook of Chemistry,  N. A. Lange, Edi tor ,  McGraw-Hill, New 
York, 1961. 

C. International Cri t ical  Tables, Vol.V, E. W. Washburn, ed., 
McGraw-Hill, New York, 1929. 

D. Aravamudan, G. and S .  Ramaseshan, Can. J. Chem., Vol. 39, 1961, 
p. 256. 

E. Inorganic and Theoretical Chemis t ry ,  J. W. Mellor, Vol. 2 . ,  
Longmans, Green and Co., New York, 1922, p. 853. 

F. Inorganic and Theoretical Chemis t ry ,  J. W. Mellor,  Vol. 14, 
Longmans, Green and Co., New York, 1935, p. 381. 

G. 

H. 

Gallium and Gallium Compounds, Alcoa Company Brochure. 

"Development of High Capacity Heat Storage Materials , ' I  Cryo- 
The rm,  Inc., Mass. Inst. Tech., Instrumentation Lab, R-380, 
July 1962. 

I. Ubbelohde, A. R., Melting and Crys ta l  Structure,  Claredon P r e s s ,  
Oxford, 1965. 

J. Dowtherm Heat Transfer  Fluids,  The Dow Chemical Co., 1967. 

K.  N P  Technical Data Sheet, N P  Series  TDS No. 3 ,  Commerc ia l  
Solvents Corp., January 1961. 

L. Data Sheet, Catalog No. 914, Arapahoe Chemicals,  Inc., 1962. 

M. C e r r o  Alloy Physical Data, Bulletin J2-10-64-5M-BK, C e r r o  
Sales Corp. 

N. Chemical Formulary ,  Vol. 11, H. Bennett, ed., Chemical Publishing 
Co., Inc., N. Y., 1935, p.336. 

3 
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Greenfield, I. G. and R. L. Smith, "Gallium-Antimony System," 
J. Metals,  February  1955, pp. 351-352. 

Timmermans ,  J., Physico-Chemical Constants of Binary Sys- - t ems ,  Interscience Publ ishers ,  Inc., New York, 1959, p. 1159. 

Bentilla, E. W., K. F. Sterret t  and L. E. K a r r e ,  "Research and 
Development Study on Thermal Control by Use of Fusible Ma- 
terials, l '  Final Report NSL 65- 16- l ,  Northrop Space Labora- 
t o r i e s ,  Apri111966. 

Bannister,  T., NASA/MSFC, private communication, 1968. 

F ix l e r ,  S. Z., J. Spacecraft, Vol. 3 ,  No. 9 ,  September 1966, 
p. 1364. 

International Cri t ical  Tables, Vol. IV, McGraw-Hill, New York, 
1928. 

Kay-Kries Chemicals Brochure, Organic Intermediates ,  19671 
1968. 

Melpar Company, telephone communication 

Mellor, J. W,  Inorganic and Theoretical  Chemistry,  Vo l .  I11 
Longmans, Green  & Co., New York, 1922 f P.616-  

The  grade and source  of supply of the mater ia l s  l isted i n  Table 1 a r e  

a s  follows: 

Baker  Analyzed Reagent 

Sodium Sulfate 

Disodium Hydrogen Phosphate Dodecahydrate 

Silver Nitrate 

F e r r i c  Nit rate Enneahydrate 

Potassium Nitrate 

Ammonium Nitrate 

Barium Hydroxide Octahydrate 

Tin 

Lead 

Disodium Hydrogen Arsenate Dodecahydrate 

4 
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Bismuth 

Monochloroacetic Acid 

Resorcinol 

Baker  Grade (J. T. Baker Chemical Go.) 

Myristic Acid 

Dimethyl Fumara te  

p- Benzoquinone 

Hydroquinone 

Elaidic Acid 

P y  r oca the col 

Phenyl Ether  

Polyethylene Glycol 600 

Baker  TTSP Grade 

Stear ic  Acid 

Baker  P rac t i ca l  Grade 

Cyanamide 

Biphenyl 

B&A Reagent (Baker  and Adamson Chemical Co.) 

Lithium Nitrate 

Acetic Acid 

F i s h e r  Certif ied (F isher  Scientific Co.)  

Sodium Carbonate 

Ammonium Chloride 

F i s h e r  Purified 

Lithium Acetate Dihydrate 

11 



Eastman Technical (Eastman Organic Chemicals) 

Acetamide 

Commerc ia l  Solvents Corp. 

Oxazoline Waxes (Unknown purity) 

TS-970 
TS- 2 54 
TS-2 54A 
TS-254AA 
ES-254 

Kay- Fries Chemicals Inc. 

Tr i s teary l  Orthoformate (Unknown purity) 

AraDahoe Chemic a1 s 

1 -Methyl- 4-Pipe ridone Hydrochloride 

Hydrate (Unknown purity) 

The Dow Chemical Co. 

Dowthe r m  A (Unknown purity) 

Alcoa 

Gallium of unknown purity 

As a resul t  of DTA analysis,  many of the first mater ia l s  chosen on an  

intuitive basis  were  eliminated. 

DTA endotherms which indicated low heats of fusion. 

showed that the solid phase composition was determined by  the conditions of 

f reezing.  

t rol led freezing. 

The fused sa l t  eutectics,  f o r  example,  showed 

In addition, the DTA 

Very inhomogeneous solid phases w e r e  often obtained by uncon- 

Segregation was also detected by DTA f o r  the eutectic 52.5 Bi, 

12 
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32 Pb  and 15.5 Sn. 

the noted mater ia l s  were  not investigated further.  
Because other materials appeared m o r e  promising, 

2.2 EXPERIMENTAL EVALUATION OF PCMs 

2.2.1 Interpretation of Freezing and Melting Curves  

The screening and evaluation tes t s  of potential PCMs c a r r i e d  out in  the 

present  study a r e  based on freezing and melting curves.  

obtained by noting the temperature  regis tered by a thermometer ,  o r  a thermo- 

couple, located in  the center of anuns t i r r ed  PCM sample while the PCM 

sample is being heated o r  cooled. 

regard  to the fulfillment of s ta ted mater ia l  c r i t e r i a  requires  explanation. 

These curves  a r e  

The interpretat ion of these curves  i n  

Consider  f i r s t  of all the type of melting and freezing curves which would 

be obtained with an ideal PCM. 

ma l  and phase change properties:  

An ideal PCM would have the following ther-  

0 Large  thermal  diffusivity in  both solid and liquid phases 

0 Thermal  diffusivity of liquid and solid phases the same 

0 Composition of liquid and solid phases the same  

0 Heat- controlled phase change kinetics 

0 No one-phase supercooling 

0 Per fec t  contact between PCM and container walls 

0 No reaction between PCM and container. 

F igure  1 can be deducted for a ma te r i a l  of the preceding propert ies .  

Lines A'B' represent  the heating and cooling curves of a reference mater ia l .  

The reference mater ia l ,  alumina sand in  the present  ca se ,  is heated o r  cooled 

under the s a m e  conditions a s  the PCM. 

does not undergo phase change i n  the tempera ture  region of interest .  

ABCD a r e  the melting and freezing curves of the PCM. 

The reference mater ia l ,  however,  

Curves 

At Point B on the 

13 
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melting curve ideal P C M  begins to melt. 

begins to f reeze  at Point B. 

melting temperature.  The melting temperature  is held until Point C is 

reached, 

complete. 

of the surroundings. 

On the freezing curve ideal PCM 

In both cases  the temperature  at Point B is the 

Point C on both curves indicates that the phase transformation is 

The liquid o r  the solid temperature now rapidly adjusts to that 

Actual mater ia l s ,  of course ,  will  deviate f rom this ideal behavior to 

varying extents depending on material  nature,  ra tes  of heating and cooling, 

and degree and kinds of impurit ies.  

nature and rates  of heating and cooling a r e  interdependent. 

ials would show ideal behavior if the ra tes  of cooling o r  heating were  suitably 

Slow. In many cases  a suitably slow ra t e  is so slow that it is impractical .  

Actually the pa rame te r s  of mater ia l  

All  pure ma te r -  

With relatively rapid rates  of cooling a pure ,  single-component mater ia l  

may show some of the following types of curves. 

I n 4  
T 

G 
-r-. Time Time I ime 

A B C 

Figure 2 - Possible  Types of Freezing Curves (Cashed Curves 
Represent Ideal Freezing)  

15 
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These curves can be interpreted on the basis  of extent of one-phase 

supercooling, two-phase supercooling, convection, and low thermal  diffu- 

sivity. 

in  t ime of maximum one-phase supercooling. At this point nucleation oc- 

cu r s  and the temperature  thereafter r i s e s  and levels off a t  approximately 

Assuming that crystall ization begins a t  the wall of the container,  the Tm* 
rate  of temperature  r i s e  f r o m  Point G c a n  be taken as a n  indication of the 

thermal  diffusivity of the liquid phase. 

B i t  is high. 

F o r  example, Point G on Curves A, B and C represents  the point 

In Curve A i t  is low and in Curve 

Curve C i l lustrates  both one- and two-phase supercooling, (Refer- 

but levels ence 3 ) .  

off at  some value below T 

nomenon. The 

ra te  of heat generation, however, is slow compared to the rate  of heat 

t ransport .  

After nucleation the temperature does not r i s e  to T m 
This plateau represents  a steady s ta te  phe- m' 

Heat is being withdrawn as fast as i t  is being liberated. 

In other words,  the process is "kinetic-controlled." 

In Curve D,  one-phase supercooling does not occur. At the beginning 

of the plateau the temperature  i s  maintained a t  T 

before solidification is complete. 

if ication is complete can  be interpreted a s  the result  e i ther  of two-phase 

supercooling (because of rapid rate  of heat removal towards the end of the 

solidification) o r  of the sma l l  amount of crystall izing material .  

the end of a solidification the amount of heat being l iberated by crystal l iz ing 

ma te r i a l  is s o  smal l ,  compared to what is being withdrawn, that it has l i t t le 

e f fec t  on the temperature  sensor.  The decision a s  to the major  effect would 

depend on a consideration of the s i z e  and location of the temperature  sensor .  

Severe departures  f rom Tm ear ly  in  the plateau would, of course ,  indicate 

two-phase supercooling. Also, as pointed out in  Reference 4, convection 

c a n  play a role in  maintaining the temperature at  Tm ea r ly  on the plateau. 

Convection, however, is l e s s  effective a s  solidification proceeds. 

but then begins to fall m'  
This temperature  decrease  before solid- 

Toward 
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Distorted shapes such as shown in Curves E a n d  F a r e  the resul t  of 

m low thermal  diffusivity. 

ca se  because of low thermal  diffusivity in  the liquid phase (Convection is 

assumed as neglibible). In Curve F, resumption of steady-state cooling 

a f t e r  complete solidification is delayed considerably because of low solid 

thermal  diffusivity. 

In Curve E, T is reached l a t e r  than in  the ideal 

In the case  of melting curves (pure,  one-component mater ia l s ) ,  only 

low thermal  diffusivities need be considered f o r  superheating is ra re ly  en- 

countered. 

to the following dis tor ted shape: 

It would be expected that low thermal  diffusivities would lead 

I 

Time 

Figure 3 - Melting Curve of Mater ia l  with Low 
Thermal  Diffusivity 

At a higher heating ra te  the curve would be even more  distorted.  

Another source of deviant melting-freezing curves is impurit ies.  Gen- 

e rally speaking, the concentration of impuri t ies  increases  in  the liquid phase 

as crystall ization proceeds. 

gressively lowered. 

curves  is aptly i l lustrated in  Figure 4 .  

Consequently, the melting temperature  is pro-  

The effect of increasing amounts of impurity on freezing 

17 
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Figure 4 - Superimposed Freez ing  Curves of Styrene Diluted 
with Ethylbenzene (Reference 5)  
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The effect of impurit ies on the melting curves is i l lustrated in  F igure  5. 
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F igure  5 - Heating Curves (Reference 6 )  

The use of freezing and melting curves  f o r  determining the purity of 

ma te r i a l s  is well  established, and a sizeable body of l i t e ra ture  on the subject 

ex is t s  (See Reference 7).  Obviously, the subject of melting and freezing 

cu rves  has  many m o r e  aspects than can be discussed here .  The preceding 

brief discussion, however, should serve to  indicate the main general  principles 

which guided the experimental  evaluation of potential PCM mater ia ls .  

19 
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2.2.2 F i r s t  Screening Tests  

The f i r s t  screening t e s t s  of some 27 candidate PCMs were purposely 

The experimental  procedure consisted of placing PCM sample in  a crude. 

sma l l  f lask o r  plastic container, melting the PCM, inserting a thermometer  

o r  thermocouple, and then placing the PCM container in  a s t i r r e d  ice  bath. 

The temperature  was observed a s  a function of time. Thermometers  used 

were  of the total-immersion types. 

plied in  the first screening. 

Exposed s tem correct ions were  not ap- 

The f i r s t  screening tes t s  served to s c r e e n  out mater ia l s  which showed 

ext reme one- o r  two-phase supercooling. 

freezing curves ,  it  was possible to rate qualitatively the mater ia l s  tes ted a s  

potential PCMs. 

f o r  devising the simple but more  searching mater ia l s  screening scheme 

descr ibed in  Section 2.2.3. 

On the basis of the shapes of the 

The f i r s t  screening tes t s  a lso served  to provide a basis  

The shapes of the freezing curves obtained in  the f i r s t  screening r an  

the gambit of behaviors that were  considered possible. 

unexpected types of shapes were observed. 

experimental  apparatus employed i n  this f i r s t  screening, the relatively 

sma l l  departures  f r o m  ideality exhibited by many of the compounds is s u r -  

prising. Especially impressive was the smal l  amount of two-phase super -  

cooling exhibited by such high temperature melting compounds a s  Ba(OH)Zo 

8 HZO, Cerrolow 136 Eutectic, s tear ic  acid,  and others.  

of the thermal  heads during the freezing of these compounds under ice bath 

cooling was la rge  (in the range of 58 The rate  of cooling, there-  

fo re ,  was ra ther  extreme. 

In addition, some 

Considering the crudity of the 

The magnitudes 

0 to 78OC). 

The major  c lass  of mater ia l s  eliminated in  the f i r s t  screening was a 

number of low melting eutectic combinations between the various hydro- 

quinones and quinone - hydroquinone. The one eutectic combination t r ied,  

20 
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1-1  pyrocatechol and resorcinol,  showed such ex t reme one- and two-phase 

supercooling that fur ther  combinations were  not t r ied .  

Also eliminated in  the f i r s t  screening were  the majori ty  of sal t  hydrates 

These included sodium arsena te  dode- which have incongruent melting points. 

cahyrate,  sodium sulfate decahydrate, and sodium carbonate decahydrate . 
The chief r e son  for eliminating these compounds was  the lack of easy r eve r s i -  

bility of the transition react ion.  

decahydrates,  the addition of f i l lers  or  gels presumably would keep insoluble, 

lower hydrates suspended and thereby improve the reversibil i ty.  In one such 

experiment with sodium sulfate decahydrate, the addition of chopped glass  

f ibers  did improve the shape of the freezing curve .  

ever ,  was  not marked .  

sodium carbonate decahydrates offer over lithium nitrate is one of cos t .  

Sodium sulfate decahydrate is  commonly known as Glauber 's  sal t  and sodium 

carbonate decahydrate is common washing soda. F o r  home heating purposes 

where la rge ,  tonnage quanities are  being considered, i t  might be worthwhile 

to t r y  to modify the propert ies  of these two sa l t s .  

ately expensive (presently $1.55 to  $1.25 per pound, depending on amount 

bought) but not enough so a s  to eliminate i t s  consideration. 

F o r  sodium sulfate and sodium cardonate 

The improvement,  how- 

About the only advantage that sodium sulfate and 

Lithium nitrate is moder-  

The lack of reversibil i ty of the fusion reaction of sodium arsena te  

dodecahydrate is easily understood when the solubility data is consulted 

(Reference 8).  

where  i t  t ransforms into liquid and the heptahydrate. 

condition should occur with sodium phosphate dodecahydrate. The transit ion 

i n  this c a s e  occurs  a t  about 35 C .  With the phosphate, however, the phase 

d iagram shows that the compounds transition point is  not far removed f rom 

being almost  a congruent melting point (Reference 9 ) .  In present observations 

of the melting and freezing of sodium phosphate dodecahydrate no incongruent 

type behavior was noted, i.e ., no separation of sal t  into liquid and lower hydrate 

Sodium arsena te  dodecahydrate has  a transit ion point a t  22OC 

Actually, the same  

0 
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was  observed on melting o r  freezing. 

observation reported by Telks (Reference 10, p.  5 0 ) .  

This observation confirms a s imi la r  

The resu l t s  of the f i r s t  screening tes t s  a r e  presented in Table 2 .  A 

ra ther  subjective rating scale  a s  a PCM (0 to 10, 0 poorest  to 10 best)  was 

set up for  the mater ia l s  that w e r e  tested 

judged, again ra ther  subjectively, as sufficient to qualifying a mater ia l  for  

fur ther  t e s t s .  

the fir s t s c r e ening . 

A rating of seven o r  above was 

By this standard,  some 16 of the mater ia l s  tested survived 

2.2.3 Development of Experimental  P l an  fo r  Detailed PCM Evaluation 

The first screening t e s t s ,  although adequate as a basis f o r  selection 

of candidate PCMs,  provided only very l imited information on freezing- 

melting character is t ics .  

a r a the r  ex t reme cooling environment f o r  some of the higher melting temp- 

e r a t u r e  mater ia ls .  

var iab les  such as impurity kind and concentration, thermal  cycling, container 

s i ze  and mater ia l ,  effect of f i l l e rs  of var ious kinds, etc. 

a n  experimental  scheme whereby the effects of all these var iables  can  be 

eas i ly  a s s e s s e d  necessitated some prel iminary experimentation. 

As mentioned previously, a n  ice  bath represents  

Fur the r  information is a l so  desirable  on the e f fec ts  of 

The devising of 

P re l imina ry  Experimentation: The f i r s t  consideration in  devising a 

m o r e  searching experimental  evaluation is whether o r  not a par t icu lar  

m a t e r i a l  should be purified. 

too high a heating o r  cooling rate and of impurit ies can be ve ry  s imilar .  

It is desirable ,  therefore ,  to have a simple tes t  which would indicate the 

presence  of undesirable impurit ies.  

As discussed in  Section 2.2.1, the effects  of 

The possibility of using differential thermal  analysis (DTA) was ex- 

plored briefly because DTA equipment was already on hand. 

a tu re  on the subject indicates that DTA can  be used not only to ascer ta in  the 

Also, the l i t e r -  
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puri ty  of a mater ia l  (Reference 11) but a l so  to determine,  qualitatively, ther -  

ma l  and kinetic propert ies  (Reference 12). 

at tempted but was soon abandoned because of equipment limitations. The 

s imple  F i s h e r  Model 360 DTA was obtained mainly fo r  a rough qualitative 

es t imate  of heats of fusion. 

ized measurements  that a r e  required. 

is the impossibility of positioning thermocouples so that they will remain  

centered  and fixed during melting o r  f reezing cycles. 

c l e  is the necessity of constructing a chamber  which can  cool samples  at a 

constant rate.  

The use  of DTA equipment was  

It cannot easily be adapted to the r a the r  special-  

The chief drawback of the equipment 

Another major  obsta- 

The consideration, however, of applying DTA to the character izat ion 

of melting and freezing behavior of a la rge  number of diverse  mater ia l s ,  along 

with the knowledge of freezing-melting curves gained in  the f i r s t  screening 

tes t s ,  did prove profitable. I t  led to a n  experimental  scheme whereby a l a rge  

number of diverse  mater ia l s  can  be easily and quickly evaluated with a maxi-  

m u m  yield of information. By some simple modifications of the F isher  DTA 

apparatus ,  i t  was possible to obtain melting and freezing curves a t  known heating 

and cooling r a t e s .  In the case  of heating i t  was possible to utilize the capability 

of the F i she r  DTA apparatus to maintain the heating r a t e s  a t  constant values.  

Final  Experimental  Design: The experimental  setup can  be represented  

as shown in Figure 6 .  

When the apparatus is used f o r  melting cu rves ,  the ent i re  sample block 

is put into a furnace whose heating is controlled by the control thermocouple. 

The ra te  of heating can be s e t  a t  from 0.5OC/min up to 25OC/min. The highest 

heating ra te  actually used,  however, was only 10°C/rnin. 

Different, constant cooling rates ,  unfortunately, could not be attained 

with the apparatus. 

by suspending the sample block over liquid nitrogen contained i n  a thermos 

Mode ra te  known cooling r a t e s ,  however, we re achieved 

26 
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Signal t o  Linear Temperature  
Prog rarnme r 

Thermocouple Signal to  
Recording Potentiometer 

Platinel I 
Control 
The rmocouple _/1 

I 

Metal Sample 
Block 

J Platinel I 
Differential 
Thermocouple 

F igure  6 - Schematic Representation of Experimental  Means Used 
to Obtain Melting and Freezing Curves 
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bottle. 

vaporous nitrogen. 

,4 cupped meta l  shield was used to damp out convective cur ren ts  of 

The cooling arrangement is shown below in Figure 7:  

T o  Ice Bath 

Insulation 

Metal Shield 

Sample Block 

en 

Figure 7 - Schematic of Experimental Arrangement to 
Obtain Cooling 

B y  using another sample block, l a rge r  s ize  samples  could be run i n  the 

apparatus .  

tnrough melting and freezing by slipping smal l  plastic guards around the ce ramic  

tube of the thermocouples.  

the thermocouples, the problem was not solved. In addition another problem 

a r o s e  with the thermocouples.  If both terminals  of the differential thermo- 

couple were  immersed  directly i n  a n  ice bath, a ze ro  emf output was obtained. 

If one terminal  was immersed  in  a n  ice bath and the other immersed  in  sample 

which i n  turn was immersed  in  an  ice bath a n  emf corresponding to 2 

The thermocouples were kept approximately centered and fixed 

Although this expedient did l e s sen  the wandering of 

0 to 3OC 
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was  consistently observed. 

can  ac t  as heat sinks. 

curve was not ascertained. 

was  l i t t le affected. 

It is inferred,  therefore ,  that the thermocouples 

What error this introduced in  the melting-freezing 

It is felt, however, that the shape of the curves 

With the preceding experimental setup, melting and freezing curves 

could be easi ly  obtained. 

heating ra te ,  all could be varied. 

be checked easily. 

The s ize  and kind of container,  sample s ize ,  and 

Also ,  the effect of thermal  cycling could 

The preceding apparatus ,  equipped with t ruly immobile thermocouples, 

should be capable of providing a quantitative est imate  of the thermal  diffusivity 

of the solid nea r  the melting point. At steady s ta te  heating the tempera ture  

difference between the center  of the sample and the sur face  of the sample is 

given by (Reference 13) 

where A0 is the temperature  difference, fl  the constant heating r a t e ,  a the 

tube radius ,  and k the thermal  diffusivity. F r o m  a melting curve it should 

be possible to determine A e .  

where the curve deviates f r o m  linearity. 

on the following curve: 

This would be done by noting the tempera ture  

This point is designated as Point A 

a, 
k 

I 

Time 
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At Point A the sur face  of the sample can  be assumed to  have reached the 

melting tempera ture ,  while the temperature of the center  of the sample can 

be read directly off the curve. 

tube radius,  the thermal  diffusivity can easily be calculated. 

Knowing the constant heating rate  and the 

Scheme of Evaluation Tests: A testing plan which was  a r r i v e d  at after 

careful  consideration of the objectives of the present  study and the physical 

interpretat ion of melting-freezing curves is presented in Char t  1. With this 

scheme i t  is fe l t  that a mater ia l  can  be evaluated exhaustively as a potential 

PCM mater ia l  within five to twelve experiments.  

Results of PCM Evaluations Employing Refined Techniques: The curves  

obtained with the preceding apparatus f o r  the tes t  case  of water  and f o r  some 

of the m o r e  promising PCM candidates f rom the f i r s t  screening tes t s  estab- 

l i sh  the validity of the principles applied. These curves ,  moreover ,  provide 

additional information on the effects of thermal  cycling and catalyst  perform- 

ance.  

tion of the data, however, was unwarrented in view of the previously mentioned 

unresolved equipment problems. Rather than t r y  to resolve the present  equip- 

ment  problems,  a m o r e  promising approach is described in  Recommendations 

(Section 3 ) .  

obtained by the refined experimental method is presented. 

presented by mater ia l  tested.  

Adherence to the tes t  plan presented in Chart  1 or rigorous interpreta-  

In the following paragraphs a summary  of the meaningful resu l t s  

The resu l t s  a r e  

0 H 2 0  

0 The most  surpr is ing observation was  a 10 C one-phase supercooling 

which occur red  during a freezing run of water  contained in  a sma l l  quartz 

tube. 

that the amount of water  was relatively substantial ,  0 . i9  mg,  and no ex t ra -  

ordinary effort was made to purify the water.  

A supercooling of this magnitude certainly was not expected, considering 

The only purification procedure 
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performed was one pass  through a common deionizing resin. 

impuri t ies  were  introduced during manipulation of the sample into the tes t  

tube and apparatus. 

that the ra te  of cooling is an important and too often neglected pa rame te r  of 

nu c 1 e at i on. 

Certainly some 

The surpr is ing amount of water  supercooling emphasizes 

Other aspects  of the freezing-melting curves of water  a r e  straight- 

forward. Also, the shapes of the 

curves as  a function of heating rate  indicate a sizeable thermal  diffusivity. 

The value obtained fo r  thermal  diffusivity f rom water  melting curves by the 

method outlined onpage 29 was off by an  o rde r  of 10 f rom the reported value: 

0.048 f t  / h r  reported fo r  ice ,  (Reference 14) 0.002 ft2/hr obtained. This 

No two-phase supercooling was evident. 

2 

l a rge  deviation is not too surpr is ing considering the difficulties with 

the thermocouples fixed. 

0 L i N 0 3 * 3 H 2 0  

In all of the freezing-melting curves obtained, no indication of 

cations ar is ing f rom two-phase supercooling o r  superheating (if this 

keeping 

compii- 

is pos- 

sible) was observed. 

this can  be overcome by the addition of catalyst  (See Section 2.3). Melting 

curves  of LiN03*3H 0 with added catalyst show about the same shapes as 

The compound does show one-phase supercooling, but 

2 
those without catalyst. 

does not introduce any 

The rmal  cycling 

The presence of catalyst  i n  LiN03*3H 0, therefore ,  2 
s ignif i c  ant impu r i ty effects . 
has not shown any effect on f reezing-melting curves  

of Li N03*3H20 with added catalyst. 

far above the melting point f o r  lengthy per iods,  however, the catalyst effective- 

ness  is impaired. 

some days,  the effectiveness appears to be recovered. 

If the melt  is maintained at tempera tures  

But after the melt is maintained at room temperature  fo r  

32 
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The presence of dissolved gases does not adversely affect the freezing 

o r  melting behavior of LiN03*3H20. 

the presence of bubbles would not readily be deduced f rom the freezing- 

melting curves.  The bubbles, however, a r e  very pers i s ten t  and difficult to 

remove f rom the melt. 

In fact ,  were  they not visually observed, 

In all of the containers tested (quartz,  pyrex and aluminum) Li N03*3H20 

showed excellent compatibility. No reaction o r  non-wetting effects were  noted. 

The shapes of the curves indicate that the thermal  diffusivities of the 

solid and liquid phases approximate those of water. 

0 N a 2 H P 0 4  1 2 H 2 0  

The melt  without added catalyst showed variable one-phase supe rcooling. 

Two-phase supercooling was not observed. The shapes of the curves indicate 

that any impurit ies present  exe r t  negligible effect on the melting-f reezing be- 

havior. 

the thermal  diffusivities of the solid and liquid phases approximate those of 

water.  

Also, as in  the case  of LiN03*3H 0, shape of the curves  indicates that 2 

0 Oxazoline Wax TS-970 

The melting-f reezing curves of this compound a r e  anomalous because 

of compound-container separation when the melt f r e e z e s ,  very  low thermal  

conductivity , and apparently undesirable impurit ies.  

The melting curve of the compound in  a quartz tube shows a region 

where the temperature  r i s e  suddenly accelerates .  

p re ted  as the resul t  of a sudden contact between container wall and melt. After 

the sudden temperature  r i s e ,  the temperature resumes a steady rise.  The rate  

of this temperature  r i s e ,  however, is fa i r ly  steep. it  would appear ,  therefore ,  

This accelerat ion is in te r -  

3 3  
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that undesirable impurit ies are present. 

curve shows no sudden temperature  acceleration, although the whole curve  

has  an odd shape. 

remains a f t e r  mel t  freezing. 

maintained. 

In a l a rge r  pyrex tube, the melting 

In this case  a small  area of compound-container contact 

A continuous heat path, therefore ,  is always 

The freezing curves of the compound show a variety of shapes depending 

The worst  ca se  was  about 21°C of one-phase super-  

to  5OC even 

on the container. 

two-phase supercooling. 

cooling. 

i n  the case of ice-bath cooling. 

All of the curves ,  however, show some amount of one- and 

0 The amount of two-phase supercooling was only about 4 

0 Acetic Acid 

Although some 10°C of one-phase supercooling was observed, no signif- 

icant amount of two-phase supercooling was evident. 

of the curves  indicate that most  probably the effect of impuri t ies  is slight,  but 

that  the thermal  diffusivity is low. 

The shape charac te r i s t ics  

2.3 CATALYST DEFINITION 

2.3.1 Discussion 

As indicated in  Reference 1 a l a r g e  element of luck i s  involved i n  finding 

Only one theory is known a suitable nucleation catalyst  for  any given mater ia l .  

which can  somewhat guide the experimenter in  his s ea rch  fo r  a suitable catalyst .  
This theory,  mentioned ea r l i e r  i n  Reference 1, designates as potent nucle- 

ation catalysts  mater ia l s  that have low-index planes in wnich the atomic a r range-  

ment is s imi l a r  to that in cer ta in  low-index planes of the forming crystals .  The 

problem with applying this theory is that  a r a the r  specialized knowledge of 

X-ray crystallography and i t s  complex nomenclature is required. 
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The present  study sett led for  searching out mater ia l s  that have the 

same  c rys t a l  s t ruc ture  a s  candidate PCM and possess  latt ice constants which 

closely match those of candidate PCMs. 

problems. For one, latt ice parameters  for  a number of potential PCMs a r e  

e i ther  not l is ted in  readily available sources  o r  a r e  not available. Secondly, 

a grea t  number of the mater ia ls  turned up a r e  quite exotic and a r e  not readily 

available. 

number of mater ia l s  have to be rejected because of their  solubility in PCM 

melt. 

One hunch - s t r e s s e d  metals  - proved profitable for  it led to a c l a s s  of com- 

pounds called basic oxides which appear to have great  possibil i t ies as non- 

reactive nucleation catalyst  s. 

Even this approach is not without 

Their  preparation would require a major  effort. Finally,  a grea t  

A grea t  number of mater ia ls  a lso were  t r ied as catalyts on hunch. 

The actual testing of materials f o r  catalytic activity was a l so  beset 

with problems. 

number of thermal  cycles,  only to show no activity the next day. 

catalytic activity would reappear  after a time. In spite of all these difficulties 

a couple of apparently reliable catalysts for  two of the most  promising PCM 

mater ia l s  were turned up in  the present study. 

s e a r c h  fo r  various P C M  candidates a r e  presented next. 

organized by P C  M material .  

Some mater ia ls  would work beautifully one day through any 

With some 

The resul ts  of the catalyst  

The presentation is 

2 . 3 . 2  Results 

Li N O j * 3 H 2 0  Without catalyst, Li NO3* 3H20 will  supercool about 3OoC 

before crystall ization begins. After a grea t  number of mater ia l s  were  t r ied  

the discovery was made that some freshly s t r e s s e d  metal  worked as nuclea- 

tion catalysts  a t  undercoolings of about 3 

metals  t r ied  lost  their  catalytic activity a f te r  a day o r  so. Zinc metal ,  how- 

e v e r ,  was remarkable f o r  i ts  persistent catalytic activity. The pers is tence 

of the catalytic effect  with zinc led to the hypothesis that the active catalyst  

is a reaction product between zinc and LiN03*3H20 melt. The first possi-  

bility considered was Zn(0H)CP. The beta modification of Zn(0H)CB is 

0 to 4OC. Unfortunately, most  of the 
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reported to be orthorhombic with the following latt ice p a r a m e t e r s  (Reference 

15):  

c = 11.33A 
0 

a = 5.8612, b = 6.58A, 
0 0 

Lithium ni t ra te  t r ihydrate  is also orthorhombic. 

reported to be (Reference 16) 

The latt ice pa rame te r s  a r e  

c = 6.05A 
0 

a = 6.82A, b = 12.78A, 
0 0 

On the basis  of the "mismatch" theory of nucleation, the refore,  the compound 

2n(OH)CP would appear  to be a promising candidate as a nucleation catalyst. 

Unfortunately, a method of preparing crystal l ine p-Zn(OH)CI was not 

found until recently. 

(Reference 17) did not show any catalytic activity. E i ther  B-Zn(OH)CP was  

not made  by boiling down an  aqueous solution of ZnCL2 o r  B-Zn(OH)CL is not 

a catalyst  fo r  lithium ni t ra te  trihydrate. 

Mater ia l  made by boiling down a solution of ZnCdZ 

In searching the l i t e ra ture  fo r  a method to p repa re  B-Zn(OH)CL, a 

method of preparing Zn(N03)2*2 Zn(OH)2 (Reference 18) was found. The 

method involves pyrolysis of Zn(NOj)2*6 HZO. Mater ia l  made by heating 

Zn(N03)2* 6H 0 on a hot plate in an open crucible has  shown remarkable  

catalytic activity. It has invariably nucleated lithium nitrate t r ihydrate  

melt  with only 1 Fur the rmore ,  it has retained i t s  

cazdyt ic  activity through any number of thermal  cycles ,  provided that the 

mel t  was not heated too hot. 

tained at this temperature  f o r  a while, the catalyst  lost  i t s  activity tempo- 

rar i ly .  On standing f o r  a day o r  so, the activity was restored.  

f o r  the loss of activity a f t e r  heating the melt  excessively is not known. 

2 

0 to 3OC supercooling. 

If the melt was heated to about 100°C and main- 

The reason 
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F r o m  the experimental evidence, it is concluded that a basic oxide of 

z i n c ,  most probably Zn(NOg).2 Zn(OH)2, is a nucleation catalyst  f o r  lithium 

nitrate tr ihydrate.  

cycling if  the melt  is not heated excessively. 

Also, the catalyst will  retain its activity through thermal  

NaZH P04-12 H20: The melt  of this compound showed var iable  one- 

phase supercooling. The amount of one-phase supercooling appears  to have 

some relation to the ra te  of cooling, but the relation was not explored fur ther .  

A large number of mater ia ls  were  tr ied with negative results.  Finally,  i t  

was noted that a melt  of N a 2 H P 0  e12 H 0 which had reacted a shor t  while 4 2 
with a piece of tinned-iron metal  crystall ized through a number of thermal  

cycles with about 7O to 8OC supercooling. It is hypothesized that the com- 

pound causing the catalytic activity is a reaction product between i r o n  and 

phosphate melt. 

i n  catalytic activity. 

Treatment of N a  H P 0 4 *  12 H 0 with pure tin did not resul t  2 2 

The isomorphous compound Na2HAs 0 12 H Owas found to be a n  excel- 4 2 
lent nucleation catalyst  f o r  supercooled Na HP04* 12 H 2 0 ,  as expected. The 2 
a rsena te  compound, however, mel ts  a t  a lower temperature  than the phosphate 

mel t  so that i t  is not a pract ical  catalyst fo r  the present  application. 

Gallium: A sample of gallium of unknown purity would always super-  

cool by- about 3OoC before crystallizing. 

to gallium and portions of the liquid tested,  variable supercooling was  observed, 

depending on s ize  of sample. The l a rge r  s ized sample showed l e s s  super -  

cooling. 

When a piece of antimony was added 

After the preceding tes t s  were c a r r i e d  out, a paper in  the l i t e ra ture  on 

This paper the phase diagram of the system GaSb was found (Reference 19).  

reported that gallium and the compound GaSb fo rm a low melting (29.8OC) eutec- 

t ic which undercools i n  gallium-rich mixtures.  

is not a catalyst  f o r  gallium. 

It would thus appear  that Ga Sb 
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Acetic A c i d  A grea t  many mater ia ls  were  t r ied  a s  catalysts  f o r  acet ic  

acid with inconclusive results.  

activity, but this activity disappeared a f te r  a few thermal  cycles. 

Activated charcoal  did show init ial  catalytic 

Glycerol: A grea t  many mater ia ls  were  t r i ed  a s  catalysts  f o r  glycerol,  

but none showed the catalytic activity required. 

f rozen  i n  the present  study. 

liquid nitrogen tempera ture  f o r  three days and then subsequently warmed up 

to 0 C in  a refr igerator ,  no crystallization resulted. 

Glycerol, in fact ,  never was 

Even when a sample of glycerol was  kept a t  

0 

It is suspected that glycerol once nucleated will probably exhibit s eve re  

two-phase supercooling. The attempt to  crystal l ize  glycerol, however, was 

made because of an interesting conversation with Dr. €3. Eyring, University 

of Utah. 

glycerol. 

encountered. 

Dr. Eyring recalled the experience of scient is ts  at Berkeley with 

Once glycerol had been frozen no fu r the r  trouble refreezing i t  was 

Glycerol apparently retains a t'mernory.'t 

2.3.3 Conclusions 

A basic oxide of zinc, most  probably Zn(N03) i  2 Zn(OH)2, consistently 
0 nucleates lithium ni t ra te  tr ihydrate within a 1 to 3OC supercooling range. 

The catalyst  remains active through thermal  cycling provided that the melt  

is not heated excessively. 

An unknown reaction product between sodium phosphate and i ron  metal  

consistently nucleates sodium phosphate dodecahydrate within a 7 O  to 8OC 

supercooling range. 

cycling. 

This catalyst  also retains i t s  activity through thermal  
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2.4 FINAL EVALUATION OF PCM CANDIDATES 

In Sections 2.1 through 2.3 the resu l t s  of a l i t e ra ture  search  and of ex- 

pe rimental  studies of the melting-freezing charac te r i s t ics  of a number of 

potential PCMs are presented. 

tion with other  pertinent information and considerations so that four  

mater ia l s  can be designated as prime candidates as required in  Task 11 (See 

Foreword).  

s e t  in Task  I1 a r e  quite general. 

m o r e  rigid c r i t e r i a  will undoubtedly be defined. 

that some of the mater ia l s  designated "second-best" in the present  study may 

tu rn  out to be 

fect  f o r  a l l  applications that fur ther  improvement of some of its propert ies  

is not warranted. 

These resu l t s  are now considered i n  conjunc- 

The quotes a r e  m e d  around the word "best" because the c r i t e r i a  

F o r  m o r e  specifically defined applications, 

In that ca se ,  i t  is possible 

It is obvious, however, that  no one mater ia l  is so per -  

A "best" PCM material  f o r  a specific application, in  fact ,  

cannot be designated unequivocally until all pertinent trac 

In the first screening tes t ,  16 mater ia l s  received a 

above, thus qualifying them a s  candidate PCMs. These 

Li NO3 3 H 2 0  

Ba(OH)2 8 H 2 0  

N a 2 H P 0 4 -  1 2 H 2 0  

Ga - GaSb, eutectic 

CH3 COOH, Acetic Acid 

CPCH2 COOH, Chloroacetic Acid 

(CHCOZ CH3)2, Methyl Fumara te  

CH3 CONHZ, Acetamide 

C8H17CH CH(CH2)7 COOH, Elaidic Acid 

CH3(CH2)1ZC00H,  Myristic Acid 

CH3(CH2)16C00H,  Stearic Acid 
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(C1 7H3 5C 02) C 3H5, 

HO(CHZCH2 O)x CHZCHZ 0 H, 

Oxazoline W a x  TS970 

Tr is tear in  

Polyethylene Glycol 600 

Oxazoline W a x  ES254 

Ce  rrobend Alloy 

If the c r i te r ion  of non-reactivity with aluminum is se t ,  the l i s t  above 

The candidate compounds barium hydroxide octahydrate, is  reduced to 12. 

sodium phosphate dodecahydrate, gallium and chloroacetic acid a r e  all co r ro -  

sive to  aluminum. 

meta l  can  probably be protected from cor ros ion  by the addition of sodium 

si l icate  (water glass)  to the melt. However, because the melting point of 

S a 2 H P 0 4  12H20 ,  36OC, is s o  near that of LiNO 3 H 2 0 ,  3OoC, there  

does not appear to be any compelling reason for  fur ther  considering 

Na2 H P 0 4  12 H 2 0 .  

In the case  of sodium phosphate dodecahydrate, aluminum 

3 

The next mater ia l s  which came off second-best in  a n  intra-comparison 

a r e  the oxzaoline waxes,  polyethylene glycol, s tear ic  acid and t r is tear in .  

The PCM-container separation observed with the oxazoline waxes in  

quartz and pyrex containers might also present  a problem in  aluminum con- 

ta iners .  

unresolved features  of oxazoline wax phase change behavior would have to be 

investigated fur ther  before a final evaluation could be made. 

although the DTA indicates a high heat of fusion, the wax-container separat ion 

complicates the thermogram to the degree than a n  equivocal s ta tement  about 

the value of heat of fusion is not possible. 

diffusivity and presence  of undesirable impuri t ies  make the oxazoline waxes 

a poor second in  comparison to the other remaining 14 mater ia ls .  

The point was not investigated fur ther  because o ther  puzzling and 

In par t icular ,  

Also, the indicated low thermal  
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The compound s tear ic  acid is eliminated f rom consideration a s  a pr ime 

candidate for  two reasons.  F i r s t ,  compound-container separat ion during 

freezing was observed fo r  the case of a pyrex container. 

unexpected freezing behavior was noted in the present  study, reference is 

made in  the l i t e ra ture  to a n  i r revers ib le  polymorphic conversion (Reference 

12,  p. 179). 

is not readily available. 

of PCM performance awaits fur ther  study. 

A l s o ,  although no 

Unfortunately, the original Russian reference (Reference 20)  
What the i r revers ib le  polymorphism means i n  t e r m s  

Tr i s t ea r in  a l so  is eliminated f r o m  fur ther  consideration a s  a p r i m e  

candidate because of a reported polymorphism (Reference 21). 

tain conditions the following sequence can  occur: 

Under c e r -  

Solid I - Liquid I - Solid I - Liquid 11; the transit ion Liquid I 
to Solid I1 is exothermic , having a heat of transit ion of - 12.4 cal/gm. 

Again, as with s t ea r i c  acid,  no unusual f reezing behavior was actually noted. 

Polyethylene glycol 600 exhibited good freezing character is t ics .  Its 

heat of fusion, however, is one of the lowest of the remaining compounds left 

i n  the list.  

At this point the l i s t  of candidates f o r  designation as pr ime candidates 

numbers seven. These seven materials are: 

L i N 0 3  3 H 2 0  

CH3 COOH Acetic Acid 

(CH GO2 CH& Methyl Fumara te  

CH3CONHZ Acetamide 

C8H17CH:CH(CHZ)7C 0 0 H  Elaidic Acid 
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CH3(CH2)12 C OOH Myristic Acid 

Ce rrobend Alloy 

The final selection of four prime candidates is based on ra ther  subtle 

and intuitive considerations.  Cerrobend, f o r  example, has  a ve ry  low heat 

of fusion on a gram basis - 7.78 cal/gm. On a volume basis ,  however, the 

value is a respectable 7 3  cal/ml. Because the other  compounds have a much 

higher  heat of fusion, however, Cerrobend is eliminated, even though its ther -  

mal  diffusivity is undoubtedly much higher than that of the other  compounds. 

F o r  some applications Cerrobend will probably be super ior  to the other six 

compounds when a l l  tradeoffs are considered. 

Acetic acid is eliminated a s  a pr ime candidate mainly because a nucle- 

ation catalyst  was not found i n  the present  study to overcome the exhibited 

16OC one-phase supercooling. 

study, fur ther  effort will Undoubtedly be successful. 

disqualifying acet ic  acid as a pr ime candidate is that its volume expansion 

on melting is quite l a rge  (approximately 16%). 
set for th  i n  Task 11 is that thermal  expansion above 1570 is not acceptable. 

Although a catalyst  was  not found i n  the present  

A secondary reason f o r  

One of the mater ia l  c r i t e r i a  

The final elimination is elaidic acid on the intuitive and therefore  nebu- 

lous grounds that the longer chain organic acids a r e  m o r e  prone to polymor- 

phic t ransi t ions than the shorter  chain acids .  No  repor t ,  however, has been 

found i n  the l i t e ra ture  of any polymorphism. 

The volume expansion on melting f o r  two of the four pr ime candidates 

was checked crudely by noting the volume of mel t ,  allowing it to crystal l ize ,  

and then noting the volume of the solid. 

f o r m  was  not undertaken. 

Control over  temperature  o r  c rys ta l  

Lithium nitrate t r ihydrate  and myr is t ic  acid show a n  approximate 870 

increase  i n  volume on melting. Acetamide is reported to a l so  have an approx- 

imate  8% volume expansion on melting (See Table 1). The liquid density of 
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methyl fumarate  was determined to  be about 1.0% gm/ml and the volume change 

on melting a ra ther  high 18 to 20%. 

very  approximate because methyl fumarate wet is pyrex container so  well 

that it remained clinging to the walls when it crystallized. 

difficult to es t imate ,  therefore,  the volume of the solid. 

The volume change figure 18 to 2070 is 

It was extremely 

2.5 CONCLUSIONS 

The four  p r ime  PCM candidates designated in the present  study are:  

0 L i  NO3 3 H 2 0  with added zinc hydroxy ni t ra te  

nucleation catalyst 

0 Acetamide 

0 Methyl Fumarate  

0 Myristic Acid 

The o r d e r  in which the compounds a r e  presented represents  a predicted 

effectiveness as PCMs. The o rde r  a l so  represents  to some degree the con- 

fidence with which the recommendation is made. 

because of its convenient melting point, was  used  as a test case  i n  most  of 

the development work. 

other  compounds. 

Lithium ni t ra te  t r ihydrate ,  

More data, therefore ,  was  generated on i t  than on the 

Acetamide ra tes  second place because of its relatively, f o r  an organic 

compound, high density and low volume expansion on melting. 

basis the heat of fusion is a relatively high 67 cal/rnl. 

On a volume 

Methyl fumarate  is ranked third because of i t s  high expansion on melting. 

The observed 18 to 20% is above the limits set (15%) i n  Task 11. 
volume expansion, however, may not be enough to disqualify methyl fumarate  

a s  a P C M  especially when the properties of o ther  PCM candidates a r e  con- 

sidered. F o r  example, the paraffins have a low enough thermal  diffusivity 

This high 
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so that packing with metal  foams has been considered. 

foams would increase  not only the weight but a l so  the volume of the P C M  

system. 

methyl fumara te  melts. 

driven kind because the compound does appear to have unusual surface tension 

properties.  

that methyl fumarate  per forms a s  well o r  bet ter  than a paraffin in  a system 

which has the same  internal container volume but with a considerable weight 

saving . 

Packing with metal  

Very vigorous convection, on the other  hand, has  been observed in 

This convection may be largely the sur face  tension 

If all of the tradeoffs a re  considered, therefore ,  it may turn  out 

Myristic acid is placed fourth because of i t s  low density and a feeling 

that i t  may exhibit polymorphism. 
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Section 3 

RECOMMENDAT IONS 

A number of promising P C M  candidates were  singled out in the pre-  

sent  study, but as indicated in  Conclusions (Sec'tion 2.5), no one mater ia l  

was  deemed so ideal that i t  could not stand improvement. 

mos t  needed f o r  many of the most  promising PCM candidates is increased  

the rma l  diffusivity. 

in  a given mater ia l  is to add fillers. The addition of f i l l e r s ,  however, may 

a l t e r  the freezing-melting character is t ics  of the mater ia l .  Thus, a means 

of easi ly  checking the freezing-melting behavior of a potential PCM before 

and af te r  f i l ler  addition is needed. 

The improvement 

The most  promising way to increase  thermal  diffusivity 

The development work i n  the present  study on a refined experimental  

PCM evaluation provides the basis  for a method of easi ly  checking the melting- 

f reez ing  behavior of a number of PCM-filler combinations. 

It is  recommended, however, that ra ther  than t r y  to adapt the sample 

container assembly of a F i s h e r  Model 360 DTA apparatus ,  other  commerc ia l  

DTA apparatuses  be surveyed f o r  features which would make the instrument 

easi ly  adaptable to determination of melting-freezing curves and measurement  

of the rma l  diffusivity. 

a sample  chamber  could be specially contructed. 

Should a suitable commerc ia l  instrument not be located, 

The l i s t  of twenty-seven mater ia ls  screened experimentally in  the present  

study includes a fa i r ly  exhaustive variety of ma te r i a l  c l a s ses  - ionic sa l t s ,  

me ta l s ,  organic e s t e r s ,  amides,  acids, e tc .  The scope of the present study, how- 

eve r ,  did not permit  extensive work on searching out, preparing, and testing 

any m o r e  than one o r  two representatives of each c l a s s .  On the basis  of the pre-  

sen t  work i t  is felt that ma te r i a l s  f r o m  two of the c l a s s e s  should be examined 

45 



LMSC/HREC D 1486 19 

m o r e  closely.  In par t icular ,  l e s s  complicated organic hydrates than 1-  

methyl- 4-piperidone hydrochloride hydrate should be sought. This organic 

compound showed a ve ry  l a rge  heat of fusion, but unfortunately a l so  a very  

l a rge  degree  of one-phase supercooling. Presumably,  a s impler  organic 

s t ruc tu re  would resu l t  i n  m o r e  favorable freezing charac te r i s t ics .  Also, 

the fused sa l t  eutectics should be looked a t  m o r e  closely.  

segregation problems observed i n  the present study might be avoided with 

binary eutectic combinations rather  than the t e r t i a ry  eutectic t r ied i n  the 

present  study. 

with urea. 

The ma te r i a l  

One intriguing possibility is the combination of alkali  n i t ra tes  
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Appendix A 

QUALITATIVE ESTIMATES OF HEATS O F  FUSION 
B Y  CIFFERENTIAL THERMAL ANALYSIS (ETA) 



In Differential Thermal  Analysis (DTA) the temperature  difference 

between a small sized sample and an equal amount of re ference  ma te r i a l  is 

monitored as both a r e  heated at a constant r a t e  

device is a differential thermocouple, the ends of which a r e  usually inser ted 

direct ly  into the sample and reference ma te r i a l s .  

melting o r  other phase changes when heated, but the reference does not. 

The re ference  ac t s  simply l ike a heat capacity.  

accompanied by heat l iberation or absorption. When sample and re ference  

ma te r i a l s  a r e  heated the temperature difference between them is z e r o  until 

a temperature  is reached when the sample begins to undergo phase change o r  

chemical react ion.  At this point the sample temperature  will begin to l a g  o r  

exceed the reference ma te r i a l  temperature .  The temperature  difference be- 

tween sample and re ference  will  increase until the phase change i s  complete.  

The temperature  difference then rapidly re turns  to z e r o .  A typical record  

of AT ( temperature  difference) vs T ( temperature  of sample surroundings) 

for fusion and then reaction is shown i n  F igure  A-1. 

The temperature  sensing 

The sample undergoes 

The sample phase change is 

I Exothermic 

Base 
Line 

1 A 

.d 
c) 

Id 

Endothermic 
2 
k 
e, 

Exothermic 

Base t 
1 

Line 

Endothermic 

Temperature,  T 

F igure  A-1 - Typical Differential  Thermal Analysis Curve (from Reference A . l )  

A- 1 
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Theoretically,  the heat of reaction or  phase change can  be determined 

f rom the a r e a s  encompassed by the peaks.  

is not e a s i l y  obtained. 

sample s i ze ,  sample f o r m ,  choice of reference mater ia l ,  thermocouple 

placement,  etc ., is required.  

In pract ice  quantitative DTA data 

S t r ic t  control of many operational var iables  such as 

The F i she r  Model 360 DTA was used i n  the present  study for  de t e r -  

mining qualitatively heats  of fusion where the data were  not found i n  the 

l i t e ra ture .  

sample i n  a small quartz crucible .  

was inser ted direct ly  into the melt; the other end of the thermocouple was 

placed i n  reference material (alumina sand).  

solidify around the thermocouple. 

in a furnace whose r a t e  was controlled by a control thermocouple. 

The experimental  procedure consisted of placing and melting the 

One end of a differential thermocouple 

The sample was allowed to 

The sample and reference were  then heated 

With the described experimental procedure only ve ry  qualitative data can  

be expected. 

The ma jo r  sources  of e r r o r  inherent i n  the procedure used a r e :  s tar t ing f r o m  

room temperature ,  the heating rates  did not become constant until the tempera-  

tu re  reached some 50 - 6OoC; separation of solid sample f rom crucible wall  led 

to what appeared to be exothermic peaks on the DTA thermograms in  some 

cases  ( see  F igure  A-6); the appreciable volume expansion in some cases  on 

melting made  i t  difficult to keep the thermocouples adequately covered when 

the sample solidified; finally, positioning the thermocouples s o  that they would 

remain  fixed through melting and solidification was  not achieved adequately. 

Figures  A-2 and A-6 a r e  i l lustrative of the type of curves  obtained. 

REFERENCE 

A.l Wendlandt, W .  W ., "Differential Thermal  Analysis," Chap. in Technique 
of Inorganic Chemistry,  Edi tors :  Hans B. Janassen  and A.  Weissberger ,  
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Figure A-2 - DTA T h e r m o g r m  of Fused 88.2 mg NaZ H P 0 4  - 12 H 2 0  
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Figure A-3 - DTA Thermogram of 65.3 m g  L i N 0 3  3 H 2 0  Reported 
Melting Point - 29.9OC 

A-4 
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F i g u r e  A-4  - DTA Thermogram of 74.1 m g  Acetamide Reported 
Melting Point - 81°C 

A-5 
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Figure  A-5 - DTA Thermogram of 7 3  m g  Dimethyl Fumarate Reported 
Melting Temperature  - 102OC 

A - 6  
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F igure  A-6 - DTA Thermogram of 7 3  m g  TS-970 Oxazoline W a x  
Reported Melting Point - 74 C 

A- 7 
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Appendix B 

TYPES OF PHYSICAL DIAGRAMS IMPORTANT IN 
PHASE CHANGE MATERIAL SELECTTON 
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B. l  CONGRUENT AND INCONGRUENT MELTING POINTS 

- 
Na2S0  t Solution 4 ,- 

In the case  of the c l a s s  of compounds consituting the sa l t  hydrates ,  

the melting points can  be e i ther  congruent o r  incongruent. 

of the phase diagrams of Na2 SO4 Li NO3 

the differences. 

A consideration 

and 10H20  3 H 2 0  i l lustrates  

60 

- 40 
d 

u 
0 

g 20 
P 

0 

- 
- 

20 40 60 80 
70 L i N 0 3  

(Reference B . l )  

90. 1°F 

10 H 2 0  +Solution 

Na2S04 t N a  SO 2 4 ,  

1 I . _. r l  I 1 I 
20 40 60 80 

% N a 2 S 0 4  
(Reference B.2) 

10 H 2 0  

In both diagrams the Point A corresponds to the percentage of salt 

in the salt hydrate compound. 

cides with the maximum in the curve.  

melting point of the compound Li NO3 3 H 2 0 .  

In the c a s e  of Li NO3 *3H 0 this Point A coin- 2 
Point A ,  therefore ,  represents  the 

B-1 
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In the case  of Na SO 10H. 0, Point A does not coincide with any 

maximum. If a gram molecular weight of the compound Na2S04 10 H 2 0  

(322.22 grn) were  heated to 90.1°F, a c l e a r  solution would not be obtained. 

Rather  a solution and 3.22 gm anhydrous N a 2 S 0 4  would result .  If such a 

mixture were  cooled very  slowly and with constant agitation, solid Na2 SO4' 

10 H 0 would crystal l ize  and the temperature would remain nearly constant 

until all of the melt  solidifies. 

2 4  2 

2 

In a gravity field the anhydrous Na2 SO4 formed on melting Na2 SO4 

On cooling the mixture the sett led anhydrous 

becomes coated with Na2 SO4 10 H 0 and thereby becomes effectively 

10 H 2 0  would sink to the bottom. 

Na2 SO 
removed f rom the solution. 

10H 0, but the temperature  does not remain constant. 

the line B-C. 

4 2 
The solution left continues to deposit Na2 SO4 

Rather it var ies  along 2 

In a 0 -g  field, the crystall ization would be c loser  to  equilibrium c r y s -  

tallization. 

remain  suspended. A more  nearly equilibrium condition would then be 

realized. 

In an  0-g field the solid par t ic les  of anhydrous Na2 SO4 would 

B.2 EUTECTICS 

The phase diagram of a two-component system which fo rms  a eutectic 

is shown as follows: 

Eutectic t Melting Point 

100% A 100% B 
Composition 

B-2 
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The composition of the eutectic consists of separate  c rys ta l s  of A and B. 

Ideally, a eutectic would melt and freeze like a pure, one-component ma- 

ter ia l .  In reali ty a number of non-equilibrium effects can be expected. 
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